Detail
Triflex

waterproofing finished with
Cryl Finish 209

— Round sealing band
— Bituminous joint sealer
— Filled with Triflex FlexFiller

— Triflex Support Strip,
bonded with Triflex Cryl Paste

Joint waterproofing embedded
approx. 5 mm into the substrate
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- (*) Omission of surface waterproofing and protective layer (see system description)
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